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Parameters for choosing the right release agent: 

• Mould temperature 

• Type of polyol used: polyester or polyether 

• The finish of the sole of the shoe: matt, glossy or satin 

• Concentration and active material  

• Paintability/Adherence between layers of paint and 
others

For: 

• Monodensity soles and shoes (rear-mounted and direct 
injection)  

• Bidensity soles and shoes (rear-mounted and direct 
injection)
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Sustainable solutions:
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